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Light sources on the micro and nano-scale have been of great interest in recent years. 
Especially for data communication over centimeters densely integrated lasers are 

required. Ultra-small devices have been demonstrated; the efficiency of such devices on 
the other hand is far behind values demonstrated for larger integrated laser concepts. 

As a consequence the density of laser integration is currently limited by power 
consumption and cooling properties rather than the actual device footprint. In this work 
we will examine the challenges of increasing the efficiency of ultra-small laser concepts 

and present a design for a micron-scale laser promising record efficiencies. 

Introduction 
Extreme scaling of lasers naturally brings drawbacks, namely: increased series 
resistance, high threshold gains and inefficient coupling to photonic circuits. These 
factors contribute to low wall-plug-efficiency  (WPE) of nanoscale devices, which is 
defined as the ratio of optical output-power over electrical power consumption. In a 
simple model the WPE of an electrically pumped semiconductor laser depends on its 
series resistance Rs, differential quant�#
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threshold diode voltage Vth, electron charge e and the optical transition energy Etrans. 
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Figure 1 illustrates the dependence of the WPE on these parameters. The parameters are 
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 WPE is plotted as a function of the 
output power (full line).The WPE is maximal with a value of 0.3 at an output power of 
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WPE is limited by the threshold current as illustrated for 
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current feeding the stimulated emission, and the WPE is limited by Rs. The maximum 
EOE is limited by the differential quantum efficiency, as illustrated for Ith��s���
 ��


0.01 0.1 1 10
0.0

0.2

0.4

0.6

0.8

1.0

 EOE
 Rs=0
 Ith=0
 Rs=Ith=0

 

 

W
al

l P
lu

g 
E

ffi
ci

en
cy

Output Power (mW)  
Figure 1 : Wall plug efficiency plotted as a function of output power.   
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improvement of the WPE can be achieved by increasing the differential efficiency, 
reducing the threshold current or reducing the series resistance. When designing a laser 
these parameters cannot be optimized independently. Consequently, careful trade-offs 
need to be made, depending on the desired power output range. In the following section 
we will discuss our design choices for a micron scale integrated laser source.  

Laser Design 
The starting point of the design procedure is the optimization the reflectors forming the 
laser cavity. A low modal gain is desired, which requires high reflectivities exceeding 
90%. To achieve a high differential quantum efficiency when out-coupling the light 
through such good reflectors the scattering losses need to be minimized. We compared 
the characteristics of four waveguide compatible reflector designs using FDTD 
simulations [3]: (1) ring cavities, (2) metal mirrors with parallel out-coupling and 
distributed Bragg reflection in (3) waveguides with sidewall gratings  and (4) photonic 
crystal beams. Only the photonic crystal beams show reflections R>90% at the same 
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results we designed and simulated the laser schematically depicted in Figure 2. The 
cavity is formed by a photonic crystal beam etched from a InGaAs /InP waveguide with 
a polymer (BCB) cladding. The top InP layer is heavily n-doped, while the bottom layer 
is p–doped forming the laser diode. Despite the high doping, Q factors exceeding 1000 
are possible. Our calculations show that threshold gain can be reached for lower 
currents, when bulk InGaAs with a mode overlap of 0.55 is used as gain material 
instead of quantum wells. 
To illustrate the design process aimed at a high efficiency we present 4 contact 
geometries in Figure 2 and their corresponding WPE as a function of output power in 
Figure 2 f). First we discuss the contact geometry shown schematically in Figure 2 a). 
This is the simplest approach, where the p-contact spans the full device length, while 
the n-contact is formed by GeAu-metallisation on top of the beam. The losses in the 
contact metal decreases the Q-factor of the beam `�
��450, which leads to a differential 

Figure 2 : a)-d) Schematic of photonic crystal beam laser with variation in contact geometry. e) Charge 
distribution and carrier recombination for tapered p-contact geometry. f) Wall plug efficiency for 
contact layouts a)-d).  
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quantum efficiency ����34 and a threshold current of about 1 mA. The series resistance 
is 200 �, which is mainly limited by the small n-contact area. The corresponding WPE 
curve is shown in Figure 2f) labelled ‘a’. It peaks around 600 ��
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The threshold current can be reduced by tapering the p-contact to the cavity region as 
shown in Figure 2b). The low diffusion length of holes creates a gradient in the charge 
distribution, as shown in Figure 2e). The change in charge recombination rate is even 
larger due to its non-linear nature. This leads to a reduction of the threshold current by a 
factor of 2, without compromising the gain in the central region of the cavity, where the 
optical field is strongest. The tapered contact increases the series resistance to 375 �. 
The combined effect on the WPE is shown in Fig 2f). The maximum efficiency 
increases only marginally, the maximum position on the other hand shifts to lower 
output powers around 300 ���
��	
�-factor and differential quantum efficiency can be 
improved when the ohmic contact is only formed at the ends of the beam, as 
schematically depicted in Figure 2c). Here, the interaction of the strongest optical field 
in the center of the cavity with the contact metal is reduced. The series resistance 
increases to Rs�
��� � due to the decreased contact area. The combined effect on the 
WPE is negligible in comparison to design b) despite the improved optical properties, as 
shown in Figure 2f). In design d) we propose more drastic design changes that improve 
the WPE. The n-side contact is moved to the back of the device eliminating optical 
absorption in the metal layers completely. Additionally, the n-contact area is larger and 
the p-layer of the laser diode is contacted from both sides. This results in a series 
resistance Rs����
 �. Due to the lower losses the Q factor exceeds 1000 and the 
differential quantum efficiency is as high as ������. The WPE of this configuration 
promises values exceeding 0.3 in a power range between 350-���
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We envision the realization of such a device within the framework of the photonic 
platform IMOS [4], where a wide variety of passive components are readily available. 
In IMOS a thin III-V membrane is bonded to a Silicon or CMOS carrier wafer using 
BCB. This technology allows processing before and after the bonding, which we use to 
isolate the electrical contacts. To realize the out-coupling at the front side of the laser, 
we are currently developing an active-passive regrowth process for such membranes. 
The InGaAs waveguide can then be butt-coupled to a low-loss InP-membrane 

 
Figure 3 : SEM of photonic crystal beam test structure. The SiNx mask is visible.   
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waveguide, providing efficient out-coupling with a power-coupling coefficient of 94%.  
First test structures of photonic crystal beams have been fabricated. A typical scanning 
electron microscopy picture is shown  in Figure 3. Best results were achieved using a 
double masking scheme. The bonded sample is prepared with deposition of a 400 nm 
thick SiNx layer followed by 50 nm chromium evaporation. We pattern the photonic 
crystal beam in ZEP resist using 30 kV electron beam lithography. The pattern is 
transferred in the chromium layer using a Cl:O2 etch in an inductively coupled plasma 
(ICP) etcher, followed by pattern transfer into the SiNx with reactive ion etching. Finally 
the semiconductor layer stack is etched using CH4:H2 in the ICP machine. The first tests 
show a need to improve the accuracy and quality of the etch to achieve the desired 
device performance.  

Conclusions 

The route towards densely integrated light sources lies in optimizing the efficiency of 
small lasers. Traditional cavity and coupling concepts are not easily scalable and 
substantial technological advances are necessary. In our studies we identified the 
photonic crystal beam as most promising candidate for micron-scale lasers. Within the 
framework of a III-V membrane photonic platform we designed a micron-scale laser 
based on photonic crystal beams. The fabrication of such devices will be very 
challenging . Nevertheless, if successful the laser should provide an output power in 
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WPE  exceeding 20% and a device footprint smaller than 
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