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We determine the losses induced by functionalizing 450 nra #ll waveguides pla-
narized with an oxide layer with mono- and multilayers of doléd PbS/CdS core shell
guantum dots (Qdots). Close packed Qdot mono- and multdaer locally deposited
on the waveguides by combining Langmuir-Blodgett depasitith optical lithograpy.
For a TE dominated mode-excitation, we find that this indugeadditional waveguide
loss of 3 dB/mm at a wavelength corresponding to the bandgéqeddots. Simulations
where the Qdot layers are modeled as a Maxwell-Garnett efiectiedium yield values
that are in line with the experimental losses.

I ntroduction

Over the years silicon photonics has matured from beingearek area to a commercial
reality. Due to the high index contrast between Si and aat|atvs for extremely compact
photonic circuits using CMOS-processing methods. This mdahke fabrication of pho-
tonic ICs a cost-effective and high-yield process. Howawvejor drawbacks of Si are its
poor nonlinear figure of merit and indirect bandgap makingguitable for optical-signal
processing and light emitting applications. Colloidal |satt semiconductor nanoparti-
cles or Qdots (PbX, X=S,Se) are an appealing class of mistediae to the combination
of size-tunable optical properties in the NIR range, higbtpluminescence quantum ef-
ficiency and high nonlinear figure of merit[1]. This makesntha solution for realizing
light sources, lasers and all-optical signal processingpd3ite from vacuum deposition
techniques, colloidal Qdots allow for suitable and cheappecessing, favorising them
for large-area processing. A problem facing the integgatihQdots on SOlI, is how to
optimally coat the waveguides with Qdots and model the laygical properties. A so-
lution of the problem will allow to minimize the Qdot footptiand predict the losses,
necessary requirements for optimal Qdot hybrid wavegupmkration. In this paper we
will show how to coat SOI waveguides, planarized with an exitadding, with mono-
and multilayers of PbS/CdS Qdots. We will determine the opltideposition parameters
for achieving a close packed layer. Simulations predics Medues that are in line with
the experimental results.

Syntheses of PbS/CdS quantum dots

We use PbS/CdS Qdots with a PbS core size of 5.3nm, an oveaatletierd of 7 nm
and a size dispersion of 8%. This results in a band gap alsorpat peaks at 1515 nm.
The PbS core Qdots are prepared using a procedure as ddsarjBg For the CdS shell
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growth, a cationic exchange procedure was used, startomg & 5.7WM dispersion of
PbS Qdots in toluene. The dispersion is heated t6@25 a reaction flask placed under
a nitrogen atmosphere. Cadmium oleate is added in a 20:1 Cd tatiBb This starts a
cationic exchange process in which the outet'Ptations are replaced by €dcations,
leading to a heterostructure with a PbS core and a CdS sheallrédttion is stopped by
quenching it with a double amount of ethanol as comparedgogaction volume. After
centrifugation and decantation, the PbS/CdS Qdots are sdsegean toluene. A TEM
image of the dots is given in Fig.1(b).

Close-packed multilayer sof PbS/CdS Qdotson planarized waveguides.

For the integration on SOI oxide planarized waveguides (P)W&set of 4 identical
waveguides is used with a width of 450 nm and a height of 220 Quot patterns are
formed by combining Langmuir-Blodgett (LB) deposition and WNography using a
previously described method[3]. In this way, we create &ops on the waveguides
with a width of 2Qum and an interaction lengths of 200, 500, 1000 and us00In the
LB technique, a known quantity of Qdots is dried and redisperin 33L of toluene
with a Qdot concentration ofp®1. Then, this Qdot solution is spread out on ultrapure
water, and the solvent is allowed to evaporate. After ewatpmr of the toluene, the
Qdot layer is compressed by closing the barriers at a rat®dafn® min—1. During
compression, the pressure is monitored with a Wilhelmyedtiached to a microbalance.
At the target pressure, the compressed layer is transfarrbe substrate of choice.@,
mica, glass or SOl waveguides) by vertically pulling it odittiee water at a speed of
5 mmmimr L. To analyze the quality of the LB layers, we first deposit thema mica
substrate at two different LB target pressures (18 mN/m &hR/m). Mica is chosen
as a test substrate as it has a low surface roughness (1 nmi afavs for an easy
check of the layer uniformity using atomic force microsc@pyM). Fig.1(c) shows the
corresponding LB-isotherms and Figs.2(a,c) represent ARlkbes of the Qdot layer on
mica, deposited at 18 and 30 mN/m, respectively. At a pressut8 mN/m, we observe a
large hole, indicating the transfer of an incomplete moyelaAt a pressure of 30 mN/m,
the surface is smooth, indicating a closed packed monolayes results provide us with
the parameters we need to use for the deposition of PbS/Cd8-rand multilayers on
the SOI chips with the oxide planarized waveguides(PWGsthémext section, we will
discuss the measured Qdot loss values on the PWGs. This kWil a6 to asses the Qdot
medium optical constants, providing a check for the progasedelling on PWGs.
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Figure 1: (a) Top view of the oxide planarized SOI wavegui@gsTEM picture of
PbS/CdS Qdots. (c) LB-isotherms for target pressures of 18amdN/m.
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Figure 2: (a) AFM profile of the LB deposition at 18mN/m shogia sub-monolayer
on the mica surface. (b) Depth profile corresponding at diavenin Fig.1(a) showing a
depth of 10nm in agreement with the Qdot sizes. (c) AFM prdiléhe LB deposition
at 30mN/m showing a close packed a monolayer on the micacgurfd) Corresponding
depth profile shows a variation of 1nm in agreement with thifasa roughness of mica.
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Figure 3: PbS/CdS Qdot losses at Jusbshowing good agreement with simulations for
a deposition at 30mN/m confirming the creation of a close pdd&yer on PWGs.
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Qdot loss measurements and simulations

In Fig.3, we show the measured absorption losses at|inb56f the quasi-TE mode of
the PbS/CdS coated PWGs. The coating is done by successivepddBitiens, at fixed
target pressure, to create Qdot multilayers. The lossededeemined by subtracting the
transmission values of the PWGs at different interactioglés from a reference length
of 200um. The LB at 18mN/m yields no difference in absorption betwsecond, third
and fourth deposition. Indeed, as seen on the coated miteatiFig.2(a), addition of
an extra layer will mainly fill up gaps of the previous layesich will not result in an
increase in absorption losses as expected from mode siondatThe simulations are
performed by assuming the Qdot layer as a homogeneous cakeglayer. Once the
intrinsic PbS/CdS Qdot refractive index is determined warege the layer refractive
indexn by considering the layer as a mix of Qdot spheres surroungediost environ-
ment (air/ligand molecules). Maxwell-Garnett theory giethen a complex value of
1.3+0.005i for the layer. Simulations yield the red in cumvé-ig.3(b), showing a good
agreement with the LB deposition at 30 mN/m. This is in linéwiine results on mica and
infers that the PWGs are coated with a close packed monolaplICdS Qdots, yield-
ing a minimal coating footprint on the PWGs. The absorpti@sés of Qdots increase by
number of added Qdot layers with a typical loss value of 3dBfmmeach monolayer.

Conclusion

We determined the absorption coefficient of PbS/CdS coré sbididal quantum dots
(Qdots) deposited on 450 nm wide SOI waveguides planarizédam oxide layer. We
optimized the deposition parameters on SOl waveguidesttoroa closed packed mono-
layer of Qdots using the Langmuir Blodgett technique. We skiwat the typical in-
duced waveguide losses for a PbS/CdS Qdot monolayer excitedhe quasi-TE mode
at 1.5%um around the bandgap transition of the Qdots is 3dB/mm. Simuaksassuming
the Qdot layer as a homogeneous layer predict values that Bne with the experimen-
tal losses. Efficient modeling of the Qdot layers on PWGs ety reduce the Qdot
footprint and predict the losses, which is necessary foringalybrid Qdot devices.

Acknowledgements

We acknowledge the Institute for the Promotion of Innovatiorough Science and Tech-
nology in Flanders (IWT- Vlaanderen) for a scholarship (A.@his project was also sup-
ported by the Belgian Science Policy Office (IAP P7/35). Wenagkedge Stijn Flaree
and Liesbet Van Landschoot for respectively the TEM and Skitupe.

References

[1] A. Omari, I. Moreels, F. Masia, W. Langbein, P. Borri, DaWThourhout, P. Kockaert and Z. Hens,
"Role of interband and photoinduced absorption in the madr refraction and absorption of reso-
nantly excited PbS quantum dots around 1550 riphiysical Review Brol. 85, pp. 115318, 2012.

[2] I. Moreels, K. Lambert, D. Smeets, D. De Muynck, T. Nollét C. Martins, F. Vanhaecke, A. Van-
tomme, C. Delerue, G. Allan and Zeger Hens, "Size-Dependgtital properties of colloidal PbS
guantum dots”ACS nangvol. 3, 10, pp. 30233030, 2009.

[3] K. Lambert, |. Moreels, D. Van Thourhout and Z. Hens, "@tian dot micropatterning on SiACS
nang vol. 24, 10, pp. 59615966, 2009.

298



